4/7
CSTB TEST REPORT N° AC08-26011628/2

fe futur en construction

SOUND ABSORPTION COEFFICIENT os
OF THE PANELS

cofrac

ACCREDITATION
N° 1-0305
PORTEE

DISPONIBLE SUR
wincomcrr ESSATS

Test 1
Date 18/01/08
Station ALPHA

AA45
REQUESTER, MANUFACTURER ROCKFON. ROCKWOOL A/S
NAME SONARPA
APTITUDE IN THE EMPLOYMENT Unchecked
MAIN CHARACTERISTICS MEASUREMENT CONDITIONS
Dimensions of one panel in mm : 1200 x 600 |EMPTY ROOM : ROOM WITH SAMPLE :
Thickness of one panel in mm : 20 Temperature : 23°C Temperature : 23.5°C
Weight per unit of area in kg/m2 : 3.3 Relative humidity:46% Relative humidity:44 %
Dimensions of sample in mm : 3000 x 3600
Installation type 1 E-220
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